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Comparison of the mechanical properties of branch and stem wood for three species
L Gurau, M Cionca, H Mansfield-Williams... - Wood and Fiber ..., 2008 - Soc Wood Sc Tech
Citatde 7 ori  Articole cu continut similar  Toate cele 2 versiuni Web of Science: 2 Citati Salvati

An objective method to analyse some microscopic characteristics of two secondary beech wood

resources

L Gurau, MC Timar, M Cionca, A Olarescu... - Pro Ligno, 2010 - proligno.ro

Abstract: Two of the most ignored secondary resources, the branches and the juvenile wood
from forest thinnings, mainly used as firewood, are insufficiently known and exploited in spite

of limited natural resources. They could be used in new added value products as an ...
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Potential contribution of branchwood quantity, left after logging operations, towards reducing
depletion rate and preserving Ghani%’)orest ecosystem
320

PK Dadzie - American Journal of Agriculture and 13 - article.sciencepublishinggroup.com
Abstract: The alarming depletion rate of Ghana's forests has become one major challenge
facing the wood related industries, foresters and environmentalists. This is because,

depletion of forest and wood lands do not only affect industrial and economic growth ...
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The effect of the heat treatment of sessile oak wood (Quercus petrea L.) from young trees on the

properties of panels with transversal grain.

L Gurau, M Campean, A Olarescu, M Porojan... - Pro Ligno, 2012 - cabdirect.org

Abstract Sessile oak from young trees represents a secondary resource with potential for
superior applications in furniture panels providing their dimensional stability to variations of
relative air humidity is reduced. A possibility to improve this property was examined in this ...
Articole cu confinut similar  Toate cele 3 versiuni  Citati  Salvati

BRANCH WOOD, A RESOURCE FOR ECO-PRODUCTS

L GURAU, M CIONCA, AM BADESCU - wseas.us

Abstract:-One of the most ignored secondary resources, the branch wood, mainly used as
firewood, is insufficiently known and exploited in spite of limited natural resources. This
could be used in new value added products as an alternative to stem wood, providing its ...
Articole cu continut similar ~ Citati Salvati Mai multe

EFECTUL TRATARII TERMICE A LEMNULUI DIN TRUNCHIURI TINERE DE GORUN (Quercus

petrea L.) ASUPRA PROPRIETA{ILOR PANOURILOR CU ...

L GURAU, M CAMPEAN, A OLARESCU, M POROJAN... - proligno.ro

Abstract: Sessile oak from young trees represents a secondary resource with potential for
superior applications in furniture panels providing their dimensional stability to variations of
relative air humidity is reduced. A possibility to improve this property was examined in this ...
Articole cu continut similar  Toate cele 4 versiuni  Citati Salvati Mai multe
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